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Site Asbestos Compendium Summary
This compendium report is based on Site id: 171154, Client Site Ref: Kingston Parkway, Client Ref: Kingston

Parkway, Account Ref No: 3074

Kingston Parkway, Brunton Lane Kingston Park Newcastle Upon
Tyne, NE3 2ES

This Site Asbestos Compendium Summary report has been produced at the request of Tyne and Wear Metro T/a Nexus
it is a summary of asbestos survey findings. Not all of this buildings or items within may have been surveyed for asbestos
containing materials - check for exceptions below. Information in this report should not be regarded as an exhaustive
inventory of all asbestos containing materials on these premises. Any proposed work of an intrusive nature in the vicinity of
asbestos containing material as identified in this summary MUST in the first instance be referred to Tyne and Wear Metro
T/a Nexus building and civil section.

This Compendium Asbestos report aims to be concise, yet comprehensive compilation of asbestos records relating to
Kingston Parkway, Brunton Lane Kingston Park Newcastle Upon Tyne, NE3 2ES. This compendium will summarize larger
work shown in individual reports undertaken for jobs carried out on this site.

The full Site Asbestos Compendium report can be found at:
https://web.lucion.co.uk/print/compendium/171154?s=33a85a268337dc979dea9406654c5898
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↓ Previous Asbestos Records Most Recent Asbestos Records ↓

Building: Kingston Park Metro Station Level: -1 Location: 001/Station platform 2 void

No reportable Items and Materials recorded at this Location

Building: Kingston Park Metro Station Level: 0 Location: 001/Station platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

Platform bus shelter VE panels Asbestos Insulating Board -- -- -- --

PRESUME

(inspected during Survey, Survey, Management)

Building: Kingston Park Metro Station Level: 0 Location: 001/Station platform 1-Turning
Chambers

No reportable Items and Materials recorded at this Location

Building: Kingston Park Metro Station Level: 0 Location: 002/Station platform 1 ticket area
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE panels Asbestos Insulating Board -- -- -- --

PRESUME

(inspected during Survey, Survey, Management)

Building: Kingston Park Metro Station Level: 0 Location: 003/Station platform 2 ticket area

First Record Item Material Fibre-
Type Score Extent Recommend Latest Record

VE panels Asbestos Insulating
Board -- -- -- --

PRESUME
(inspected during Survey, Survey, Management)

Panel within electric meter
cupboard No Asbestos Identified NAD -- --

NAD

(inspected during Survey, Survey, Management)

Building: Kingston Park Metro Station Level: 0 Location: 004/Staff lobby

No reportable Items and Materials recorded at this Location

Building: Kingston Park Metro Station Level: 0 Location: 005/Sluice room

No reportable Items and Materials recorded at this Location

Building: Kingston Park Metro Station Level: 0 Location: 006/LV room

No reportable Items and Materials recorded at this Location

Building: Kingston Park Metro Station Level: 0 Location: 007/Relay room

No reportable Items and Materials recorded at this Location

Breakdown of Asbestos findings
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Building: Kingston Park Metro Station Level: 0 Location: 008/Station platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE panels Asbestos Insulating Board -- -- -- --

PRESUME

(inspected during Survey, Survey, Management)

Building: Kingston Park Metro Station Level: 0 Location: 009/C & S room
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

Debris to floor void No Asbestos Identified NAD -- --

NAD

(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 1 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 3 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 5 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 7 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 9 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 10 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 11 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 12 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 13 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 15 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 17 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 19 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 21 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 23 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 25 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 26 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 27 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 29 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 30 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 31 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 32 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 33 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 34 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 35 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 36 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 37 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 38 No Asbestos Identified NAD -- -- NAD

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

(inspected during Survey, Survey, Management)

VE Panel 39 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 40 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 41 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 42 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 43 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 44 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 45 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 46 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 47 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 48 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 49 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 50 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 51 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 52 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 53 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 54 No Asbestos Identified NAD -- -- NAD

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

(inspected during Survey, Survey, Management)

VE Panel 55 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 56 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 57 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 58 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 59 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 60 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 61 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 62 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 63 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 64 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 66 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 67 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 68 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 69 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 71 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 73 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 75 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 77 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 79 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 81 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 83 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 85 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 86 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 87 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 89 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 90 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 91 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 92 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 93 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 94 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 95 No Asbestos Identified NAD -- -- NAD

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

(inspected during Survey, Survey, Management)

VE Panel 97 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 101 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 102 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 103 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 104 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 105 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 106 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 108 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 110 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 112 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 113 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 114 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 116 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 117 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 118 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 120 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 122 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 124 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 126 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 127 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 128 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 129 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 130 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 131 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 132 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 133 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 134 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 135 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 136 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 137 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 138 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 139 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 140 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 141 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 142 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 143 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 144 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 145 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 147 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 148 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 149 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 150 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 151 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 152 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 153 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 154 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 155 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 1 Level: 0 Location: 001/Platform 1
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 156 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 157 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 158 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 159 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 160 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 1 Level: 0 Location: 002/Entrance

First Record Item Material Fibre-
Type Score Extent Recommend Latest Record

Insulation Board to high level
canopy No Asbestos

Identified NAD -- -- NAD

(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 1 Level: 0 Location: 003/Platform 1

First Record Item Material Fibre-
Type Score Extent Recommend Latest Record

Insulation Board to high level
canopy No Asbestos

Identified NAD -- -- NAD

(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 1 Level: 0 Location: 004/Trackside

First Record Item Material Fibre-
Type Score Extent Recommend Latest Record

Insulation Board to high level
canopy No Asbestos

Identified NAD -- -- NAD

(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 1 Level: 0 Location: 005/Rear Station

First Record Item Material Fibre-
Type Score Extent Recommend Latest Record

Insulation Board to high level
canopy No Asbestos

Identified NAD -- -- NAD

(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 72 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 1 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 3 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 5 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 7 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 9 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 13 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 15 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 16 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 19 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 21 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 25 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 27 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 31 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 33 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 38 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 37 Limited Access Gained -- -- --

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 35 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 29 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 17 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 11 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 39 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 40 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 41 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 42 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 43 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 44 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 23 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 45 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 46 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 47 No Asbestos Identified NAD -- -- NAD

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

(inspected during Survey, Survey, Management)

VE Panel 49 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 50 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 51 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 52 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 53 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 54 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 56 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 57 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 58 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 60 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 61 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 62 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 63 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 64 Limited Access Gained -- -- --

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 65 No Asbestos Identified NAD -- -- NAD

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

(inspected during Survey, Survey, Management)

VE Panel 66 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 67 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 68 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 69 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 71 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 73 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 74 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 75 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 77 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 79 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 81 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 83 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 84 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 85 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 86 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 87 No Asbestos Identified NAD -- -- NAD

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

(inspected during Survey, Survey, Management)

VE Panel 88 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 89 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 90 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 91 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 92 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 94 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 95 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 96 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 98 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 99 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 100 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 101 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 102 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 107 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 108 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 109 Limited Access Gained -- -- --

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

Limited Access:
(inspected during Survey, Survey, Management)

VE Panel 110 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 111 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 112 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 113 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 114 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 115 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 116 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 117 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 118 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 119 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 120 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 121 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 103 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 104 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 105 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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table continued from previous page...

Building: Kingston Park Platform 2 Level: 0 Location: 001/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

VE Panel 106 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

VE Panel 122 No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 2 Level: 0 Location: 002/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

Canopy Above Main Entrance No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 2 Level: 0 Location: 003/Platform 2
First Record Item Material Fibre-Type Score Extent Recommend Latest Record

Canopy Above Rear No Asbestos Identified NAD -- -- NAD
(inspected during Survey, Survey, Management)

Building: Kingston Park Platform 2 Level: 0 Location: 004/Platform 2

First Record Item Material Fibre-
Type Score Extent Recommend Latest Record

Canopy Above Office, Side &
Platform No Asbestos

Identified NAD -- -- NAD

(inspected during Survey, Survey, Management)

Breakdown of Asbestos findings
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